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Macroscale Plasmonic Substrates for Highly Sensitive Surface-
Enhanced Raman Scattering**
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Duarte, Pedro Granero, Josep Ferr�-Borrull, Rosana Alvarez, Josep Pallares, Andreas Fery,*
Angel R. de Lera,* Lluis F. Marsal,* and Ram�n A. Alvarez-Puebla*

The fabrication of macroscale optical materials from plas-
monic nanoscale building blocks is the focus of much current
multidisciplinary research. In these macromaterials, the
nanoscale properties are preserved, and new (metamaterial)
properties are generated as a direct result of the interaction of
their ordered constituents.[1] These macroscale plasmonic
assemblies have found application in a myriad of fields,
including nanophotonics, nonlinear optics, and optical sens-
ing.[2] Owing to their specific requirements in terms of size
and shape, their fabrication is not trivial and was until recently
restricted to the use of lithographic techniques, especially
those based on electron- or ion-beam patterning.[3] However,
these techniques are not only expensive, time-consuming, and
demanding but are also restricted to small simple and solid
geometries, which are good for proof of concepts but less
suitable for real-life applications. Approaches based on
colloidal chemistry are gaining relevance as an alternative.
During the past few years, several examples of the fabrication
of organized particles have been reported, including the
preparation of complex colloidal particles[4] and the use of
preformed colloids to create large crystalline organized
entities known as supercrystals.[5] The latter approach pro-
vides optical platforms with unprecedented plasmonic prop-
erties that can be exploited for the design of cheap ultra-
sensitive and ultrafast sensors with surface-enhanced Raman
scattering (SERS)[6] spectroscopy as the transducer.

We report a new template-assisted method based on the
stamping of colloidal particles for the large-area fabrication of
organized pyramidal supercrystal periodical arrays. The
extraordinary optical activity of these pyramidal supercrystals
is demonstrated both theoretically and experimentally. The
plasmonic platform is then exploited for the development of
a handheld reversible SERS sensor for the live monitoring of
carbon monoxide in the atmosphere. CO is a ubiquitous
colorless, odorless, and tasteless gas produced during incom-
plete combustion (during tobacco smoking or in car engines
and furnaces) which poses a potentially fatal threat to human
health.

The method used for the preparation of the nanostruc-
tured pyramidal arrays is illustrated in the Figure 1. First,
inverted pyramidal templates were prepared by direct laser
writing lithography on oxidized p-type silicon wafers, fol-
lowed by a chemical etching process (see the Supporting
Information for details). This method yields periodically
patterned surfaces with homogenous inverted pyramids with
dimensions that can be tuned from 1 to 10 mm as a function of
the etching time (see Figure S3 in the Supporting Informa-
tion). In this study we chose a period of 8 mm to generate
pyramids with sides of 4.5 mm and a height of 3.3 mm
(Figure 1B). This size enables the preparation of a truly
macroscale nanostructured material that can be observed
with a conventional optical microscope and permits detailed
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characterization of the optical-enhancing properties of the
nanostructures. Prior to the deposition of the nanoparticles
(NPs), the surfaces were cleaned with an oxygen plasma. A

concentrated solution of
gold NPs was then cast on
the template, allowed to
dry, and then transferred
to the surface to yield a peri-
odic array of square pyra-
mids (Figure 1C; see the
Supporting Information for
details) derived from the
compact packing of plas-
monic particles (Figure 1D;
see also Figures S4–S6).
Although the film was
transferred to many surfa-
ces, including glass, silicon
wafers, and double-sided
tape, we describe herein
the studies carried out on
versatile and flexible poly(-
dimethylsiloxane) films
(1 mm thick). AFM charac-
terization of the film (see
Figure S7) showed nano-
particle pyramids with high
homogeneity in all direc-

tions, with side lengths of 4.4 mm and a height of 3.0 mm.
Close observation of single pyramids (Figure 1D; see also

Figure S4) offers some insight into their structure, which in

Figure 1. A) Schematic representation of the fabrication of the macroscale nanostructured film. B) Empty
inverse pyramidal lithographic surfaces used as templates. C) SEM image of the macroscale plasmonic film
after stamping. D) High-resolution SEM images of the pyramids and TEM image of the gold nanoparticle
building blocks.

Figure 2. A) Normalized UV/Vis/NIR spectra of the gold nanoparticles in solution (red) and after their impression into plasmonic films (yellow).
Top inset: distribution of the near electric field in a pyramid composed of particles. B) Representative SERS spectrum of 1-naphthalenethiol on the
pyramid film. The spectrum is characterized by ring stretching (1553, 1503, and 1368 cm�1), CH bending (1197 cm�1), ring breathing (968 and
822 cm�1), ring deformation (792, 664, 539, and 517 cm�1), and C�S stretching (389 cm�1). C) Optical image and SERS imaging of the band
highlighted in B with an arrow. The SERS image shows enhancement mapping with higher signals concentrated around the center of the
pyramids. D) Optical image of one pyramidal structure and comparison of the intensities provided by different areas of the plasmonic film. All
spectra were acquired with a benchtop high-resolution confocal Raman microscope (acquisition conditions: lex = 785 nm, 10 ms, power at the
sample: 10 mW, spatial resolution: 500 nm).
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combination with the results of other studies allows us to
propose a mechanism of formation. A monodisperse collec-
tion of spherical, organic-ligand-coated (in this case, with
cetyltrimethylammonium bromide, CTAB) nanocrystals is
expected to form a face-centered cubic lattice in a confined
volume.[5, 7] When dispersed in a solvent, the nanocrystals
experience short-range steric repulsions.[8] However, when
the nanoparticles are compressed together and their total
density exceeds a critical value, the nanocrystals spontane-
ously assemble into a supercrystal. This ordering transition is
driven by entropy. With negligible energetic interactions
between nanocrystals, only the excluded volume of each
particle matters, and the structure with the highest entropy is
favored. The nanocrystals in a “dry” superlattice are held
together by strong cohesive interactions between neighboring
ligands and nanocrystals. Also, the repulsions between the
hydrophobic supercrystal and the hydrophilic walls of the
template favor the impression of the nanostructured features
when the template is stamped against a surface.[9] Prior to its
optical characterization, the film was cleaned with an oxygen
plasma to remove CTAB and favor the contacts between the
gold surfaces and the analytes used for SERS. This cleaning
process does not affect the geometry of the pyramids (see
Figure S8), as previously demonstrated with other super-
crystals.[5a,c]

The formation of pyramidal supercrystals leads to strong
plasmon coupling between the AuNPs. Figure 2A shows the
experimental localized surface plasmon resonances (LSPRs)
of the AuNPs in solution and after assembly into macroscale
pyramids. Noninteracting nanoparticles exhibited a maximum
at 540 nm characteristic of their dipolar plasmon mode. After
assembly, the dipolar mode was red-shifted to 590 nm, which
indicates a significant interparticle coupling. The supercrys-
tals also showed a stronger LSPR contribution in the near-
infrared (NIR) region, between 700 and 950 nm. To clarify the
nature of this broad feature, we performed finite element
method (FEM) calculations with the COMSOL Multiphysics
package (see the Supporting Information for details). Tight-
binding analysis of the plasmon resonances in the supercrystal
indicated the accumulation of an electric near field at the
surface and the apex of the pyramid (inset in Figure 2A; see
also Figure S9). This effect is of central importance for the
next generation of rapid and portable optical sensors. As
a proof of concept, a diluted solution of 1-naphthalenethiol
(1NAT; 10 mL, 10�8

m) was spin coated on 1 cm2 of the
pyramid film, and the surfaces were studied with an NIR laser
line (785 nm). Although extremely strong SERS signals were
acquired for 1NAT (Figure 2 B) at all points, SERS mapping
(Figure 2C) with a very low laser power at the sample (10 mW,
with an acquisition time of 10 ms) clearly indicated a signifi-
cant signal concentration at the apex of the pyramids. This
effect was confirmed by high-resolution confocal SERS
measurements on a single pyramid with spatial-resolution
steps of 500 nm (Figure 2D).

Although the remarkable optical activity of these macro-
scale plasmonic platforms makes them exceptional candidates
for academic applications, such as single-molecule detec-
tion[10] (see Figure S10), in this study we designed an ultrafast
and reversible optical sensor for the monitoring of carbon

monoxide (CO) with an inexpensive handheld Raman
spectrometer (see Figure S11). Optical nanoantennas have
already been reported for the detection of analytes in
solution[11] and of inorganic gases.[12] In the case of inorganic
gases, these approaches rely on the fabrication of segregated
alloys containing silver or gold as the optically active material
and another metal (usually platinum or palladium) as the
capture material. However, the deposition of the trapping
metal not only hinder the adsorption of the gas onto the
optical material and lead to the corresponding decrease in
sensitivity, but it is also not reversible. Once the gas is
adsorbed on the metal, it does not desorb; thus, the sensor can
only be used once. This strategy may be suitable for the
detection of exotic gases, such as chemical warfare agents, but
not for the effective monitoring of a toxic but ubiquitous gas,
such as CO. In this case, the sensor should not only be
quantitative, sensitive, and fast, but also operate reversibly so
that it can inform the user when the concentration of the toxic
species is above or below the toxic range.

An alternative approach that fulfills these requirements is
the monitoring of the vibrational changes induced on a SERS
highly active secondary probe directly bound to the sensor,
before and after interaction with the target.[13] The good

Figure 3. A) Schematic representation of the CO sensor composed of
a macroscale plasmonic film and an iron porphyrin (TDPP). B) UV/
Vis/NIR spectra of the porphyrin before and after complexation with
FeII. C) SERS spectra of the free porphyrin, the porphyrin coordinated
to iron, and the iron porphyrin complexed with CO. The spectra are
characterized by ring stretching (1549, 1490, 1444, 1370, and
1320 cm�1), CCN bending (1268 and 1240 cm�1), CCH bending (1146
and 1070 cm�1), ring breathing (1026 and 999 cm�1), ring deformation
(880 and 857 cm�1), and N�Fe stretching (591, 569, 506, and
420 cm�1). Arrows in the red spectrum highlight the spectral changes
after CO complexation. All spectra were acquired with a handheld
Raman macrosystem (acquisition conditions: lex = 785 nm, 1 s, power
at the sample: 1 mW, spatial resolution: 1 mm). Double-headed
arrows indicate the intensity.
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affinity and reversible binding of myoglobin and hemoglobin
to oxygen and carbon monoxide are known and in fact form
the basis of the toxicity of carbon monoxide. Unfortunately,
the use of proteins in SERS is not the best solution, as these
biopolymers are usually characterized by poor SERS cross-
sections. Alternatively, it is possible to functionalize the
plasmonic surfaces with an iron porphyrin, the genuine factor
responsible for selective and reversible gas capture in blood
with binding affinities even higher than those of the pro-
teins.[14] However, to force a perpendicular orientation of
these molecules on the pyramids, as required for the efficient
capture of atmospheric gases, the introduction of a single thiol
group at just one location of the porphyrin periphery was
necessary. Thus, 5-[(triisopropylsilyl)thio]-10,20-diphenylpor-
phyrin (TDPP) was synthesized, complexed with FeII, and
self-assembled onto the gold pyramids (see the Supporting
Information for details).

Figure 3B shows the optical response of TDPP before and
after iron coordination. Although both spectra showed the
characteristic Soret and Q bands, the Soret band was red-
shifted from 420 to 442 nm upon formation of the iron
porphyrin as a result of the distinct electronic environment
brought about by the metal coordinated to the porphyrin
center, and the four Q bands in the visible region collapsed
into essentially two bands owing to the higher D4h symmetry
of the TDPP–Fe complex. These two features clearly indicate
the successful coordination of the metal. Comparison of the
Raman and SERS spectra of TDPP (see Figure S13) showed
an intensification of the modes
corresponding to ring stretching
and in-plane deformations and
indicated that the molecular plane
of TDPP is perpendicular to the
plasmonic surface, in full agree-
ment with the surface selection
rules.[15] This result is also consis-
tent with the preparation method,
in which a dilute solution of the
molecular probe was cast on the
plasma-cleaned surfaces of the pyr-
amids. SERS spectra for free and
metal-coordinated TDPP (Fig-
ure 3C) were also consistent with
the electronic spectra. Although
bands directly related to the iron
atom can be clearly seen below
700 cm�1,[16] the most remarkable
differences are found for the chro-
mophore (i.e., band joining and
shifting) as a consequence of the
constraints induced by the coordi-
nation of FeII.[16] Notably, after the
complexation of TDPP–Fe with
CO, several characteristic changes
were observed (highlighted with
arrows in Figure 3 C). In fact, by
following these spectral changes
for TDPP–Fe before and after CO
complexation it is possible to

obtain quantitative information on the amount of CO present
in the environment at a given moment.

The detection limits and ranges of these indirect sensors
depend strictly on the amount of sensing molecules on the
plasmonic surfaces. The amount of molecules required for
a good SERS signal depends also on the SERS cross-section
of the probe molecule. TDPP–Fe, as any porphyrin, is
characterized by its high SERS cross-section, which enables
single-molecule detection to be reached.[17] Thus, in principle,
the use of this biointerlayer mimic would enable the detection
of CO in the single-molecule regime. In practice, this
sensitivity is unnecessary. Exposure to 500 ppm of CO for
1 h can be fatal, whereas CO at a concentration of 100 ppm
causes headaches and drowsiness, and 50 ppm of CO induces
deterioration of motor skills; however, at CO concentrations
below 40 ppm, no symptoms have been reported.[18] Thus, to
set a detection-limit range between 1 and 100 ppm, we
explored the effects of different amounts of TDPP–Fe
molecules on the pyramid film. Optimal results were obtained
by the spin coating of 10 mL of a 3 � 10�6

m solution of TDPP–
Fe per square centimeter of surface. Under a confocal Raman
microscope, this concentration yielded a very high SERS
signal with very low power at the sample (1 mW) and an
acquisition time of 10 ms owing to the extraordinary optical
activity of the pyramids. These parameters enable the use of
the portable handheld Raman system for macroscopic
measurements. Deconvolution of the bands at 1516 and
1552 cm�1 (Figure 4A)[19] and plotting of the band-area ratio

Figure 4. A) Normalized deconvolution of bands 1547 and 1517 cm�1 (both of which are due to
pyrrole-ring stretching) on the basis of an assumed Lorentzian shape, whereby the band position and
the full width at half-maximum are fixed. Blue: experimental spectrum; yellow: spectrum resulting
from the addition of peak 1 (green) to peak 2 (purple). B) Linear plot of the area ratio of the peaks at
1517 and 1547 cm�1 as a function of CO concentration. Error bars represent the standard deviation
for five replicated experiments. C) Signal decay due to the displacement of CO by O2 as a function of
time. D) Sensor reversibility during several cycles of exposure to CO and air.

.Angewandte
Communications

6462 www.angewandte.org � 2013 The Authors. Published by Wiley-VCH Verlag GmbH & Co. KGaA, Weinheim Angew. Chem. Int. Ed. 2013, 52, 6459 –6463

http://www.angewandte.org


against the CO concentration gave a linear correlation, with
an impressive R2 value of 0.9917 (Figure 4B). This result
demonstrates the quantitative nature of this method of
analysis. Furthermore, under normal atmospheric conditions,
the signal decreases over time (Figure 4C) owing to the
competition between CO and O2. After about 20 min, the
signal could not be observed; however, after only 5 min, the
signal decreased below 20 ppm CO: a tolerable level for
humans. With this information in mind, we designed several
experiments on the same substrate for the evaluation of the
reversibility of the sensor. The active sensor was always
recovered in less than 5 min after exposure to air (Fig-
ure 4D); it could therefore be used for continuous monitoring
of this gas in the environment.

In summary, we have demonstrated the feasibility of
patterning homogeneous macroscale nanoparticle architec-
tures over large areas. Owing to the interaction of the
nanoparticles, the pyramids show a considerable plasmon
accumulation on their surfaces and, in particular, at the tips.
These plasmonic macrosubstrates were exploited for the
fabrication of a reversible and portable optical sensor for CO.

Received: March 18, 2013
Published online: April 29, 2013

.Keywords: macroscale arrays · nanoparticles · optical sensors ·
plasmonic films · surface-enhanced Raman scattering

[1] O. Hess, J. B. Pendry, S. A. Maier, R. F. Oulton, J. M. Hamm,
K. L. Tsakmakidis, Nat. Mater. 2012, 11, 573 – 584.

[2] a) S. Lal, S. Link, N. J. Halas, Nat. Photonics 2007, 1, 641 – 648;
b) M. L. Brongersma, V. M. Shalaev, Science 2010, 328, 440 – 441.

[3] a) C. M. Soukoulis, M. Wegener, Nat. Photonics 2011, 5, 523 –
530; b) O. Benson, Nature 2011, 480, 193 – 199.

[4] a) J. A. Fan, C. Wu, K. Bao, J. Bao, R. Bardhan, N. J. Halas, V. N.
Manoharan, P. Nordlander, G. Shvets, F. Capasso, Science 2010,
328, 1135 – 1138; b) N. Pazos-Perez, C. S. Wagner, J. M. Romo-
Herrera, L. M. Liz-Marz�n, F. J. Garc�a de Abajo, A. Witte-
mann, A. Fery, R. A. Alvarez-Puebla, Angew. Chem. 2012, 124,
12860 – 12865; Angew. Chem. Int. Ed. 2012, 51, 12688 – 12693.

[5] a) R. A. Alvarez-Puebla, A. Agarwal, P. Manna, B. P. Khanal, P.
Aldeanueva-Potel, E. Carb�-Argibay, N. Pazos-P�rez, L. Vig-
derman, E. R. Zubarev, N. A. Kotov, L. M. Liz-Marz�n, Proc.
Natl. Acad. Sci. USA 2011, 108, 8157 – 8161; b) J. Henzie, M.
Gr�nwald, A. Widmer-Cooper, P. L. Geissler, P. Yang, Nat.
Mater. 2012, 11, 131 – 137; c) N. Pazos-Perez, F. J. Garcia de A-
bajo, A. Fery, R. A. Alvarez-Puebla, Langmuir 2012, 28, 8909 –
8914.

[6] P. L. Stiles, J. A. Dieringer, N. C. Shah, R. P. Van Duyne, Annu.
Rev. Anal. Chem. 2008, 1, 601 – 626.

[7] M. I. Bodnarchuk, L. Li, A. Fok, S. Nachtergaele, R. F.
Ismagilov, D. V. Talapin, J. Am. Chem. Soc. 2011, 133, 8956 –
8960.

[8] S. A. Majetich, T. Wen, R. A. Booth, ACS Nano 2011, 5, 6081 –
6084.

[9] a) N. Pazos-P�rez, W. H. Ni, A. Schweikart, R. A. Alvarez-
Puebla, A. Fery, L. M. Liz-Marz�n, Chem. Sci. 2010, 1, 174 – 178;
b) M. Mueller, M. Tebbe, D. V. Andreeva, M. Karg, R. A.
Alvarez Puebla, N. Pazos Perez, A. Fery, Langmuir 2012, 28,
9168 – 9173.

[10] E. C. Le Ru, P. G. Etchegoin, Annu. Rev. Phys. Chem. 2012, 63,
65 – 87.

[11] F. De Angelis, F. Gentile, F. Mecarini, G. Das, M. Moretti, P.
Candeloro, M. L. Coluccio, G. Cojoc, A. Accardo, C. Liberale,
R. P. Zaccaria, G. Perozziello, L. Tirinato, A. Toma, G. Cuda, R.
Cingolani, E. Di Fabrizio, Nat. Photonics 2011, 5, 682 – 687.

[12] N. Liu, M. L. Tang, M. Hentschel, H. Giessen, A. P. Alivisatos,
Nat. Mater. 2011, 10, 631 – 636.

[13] a) R. A. Alvarez-Puebla, L. M. Liz-Marz�n, Angew. Chem. 2012,
124, 11376; Angew. Chem. Int. Ed. 2012, 51, 11214; b) R. A.
Alvarez-Puebla, L. M. Liz-Marz�n, Chem. Soc. Rev. 2012, 41,
43 – 51.

[14] J. P. Collman, J. I. Brauman, K. M. Doxsee, Proc. Natl. Acad. Sci.
USA 1979, 76, 6035 – 6039.

[15] M. Moskovits, J. S. Suh, J. Phys. Chem. 1984, 88, 5526 – 5530.
[16] X. Y. Li, R. S. Czernuszewicz, J. R. Kincaid, Y. O. Su, T. G. Spiro,

J. Phys. Chem. 1990, 94, 31 – 47.
[17] N. P. W. Pieczonka, R. F. Aroca, Chem. Soc. Rev. 2008, 37, 946 –

954.
[18] J. E. Hall, Guyton and Hall Medical Physiology, Elsevier

Saunders, Phyladelphia, 2010.
[19] G. J. Thomas, D. A. Agard, Biophys. J. 1984, 46, 763 – 768.

Angewandte
Chemie

6463Angew. Chem. Int. Ed. 2013, 52, 6459 –6463 � 2013 The Authors. Published by Wiley-VCH Verlag GmbH & Co. KGaA, Weinheim www.angewandte.org

http://dx.doi.org/10.1038/nmat3356
http://dx.doi.org/10.1038/nphoton.2007.223
http://dx.doi.org/10.1126/science.1186905
http://dx.doi.org/10.1038/nature10610
http://dx.doi.org/10.1126/science.1187949
http://dx.doi.org/10.1126/science.1187949
http://dx.doi.org/10.1002/ange.201207019
http://dx.doi.org/10.1002/ange.201207019
http://dx.doi.org/10.1002/anie.201207019
http://dx.doi.org/10.1073/pnas.1016530108
http://dx.doi.org/10.1073/pnas.1016530108
http://dx.doi.org/10.1021/la3002898
http://dx.doi.org/10.1021/la3002898
http://dx.doi.org/10.1146/annurev.anchem.1.031207.112814
http://dx.doi.org/10.1146/annurev.anchem.1.031207.112814
http://dx.doi.org/10.1021/ja201129n
http://dx.doi.org/10.1021/ja201129n
http://dx.doi.org/10.1021/nn202883f
http://dx.doi.org/10.1021/nn202883f
http://dx.doi.org/10.1039/c0sc00132e
http://dx.doi.org/10.1021/la300454q
http://dx.doi.org/10.1021/la300454q
http://dx.doi.org/10.1146/annurev-physchem-032511-143757
http://dx.doi.org/10.1146/annurev-physchem-032511-143757
http://dx.doi.org/10.1038/nphoton.2011.222
http://dx.doi.org/10.1038/nmat3029
http://dx.doi.org/10.1002/ange.201204438
http://dx.doi.org/10.1002/ange.201204438
http://dx.doi.org/10.1002/anie.201204438
http://dx.doi.org/10.1039/c1cs15155j
http://dx.doi.org/10.1039/c1cs15155j
http://dx.doi.org/10.1073/pnas.76.12.6035
http://dx.doi.org/10.1073/pnas.76.12.6035
http://dx.doi.org/10.1021/j150667a013
http://dx.doi.org/10.1021/j100364a007
http://dx.doi.org/10.1039/b709739p
http://dx.doi.org/10.1039/b709739p
http://dx.doi.org/10.1016/S0006-3495(84)84074-6
http://www.angewandte.org

